Transparent and application-specific:
LABS classification to VDMA 24364

To prevent paint defects caused by paint-wetting impairment
substances (LABS) in production, car manufacturers have long been
implementing their own test instructions and standards. The VDMA
Specification 24364, a cross-company set of rules, is now available
for the first time and describes requirements for testing, classification
and identification. Festo supports this initiative with an appropriate
classification of its products.



New allocation by zones and product groups

Application-specific identification

In order to restrict or rule out paint-wetting
impairment substances depending on the
area of application, industry experts working
in cooperation with the Fraunhofer IPA and
the Surface Technology department of the
VDMA have created application-specific test
criteria. The decisive factor is therefore where
a product is used and whether it comes into
contact with a paint, solvent or surfaces to be
painted.

Paint defects — caused by paint-
You, too, will benefit from this: in future you will be able to wetting impairment substances
select our products even more precisely for your application
using the VDMA identification system.

Definition of zones

Zones define areas of equivalent LABS relevance in painting operations. The following system of zones
can be used to assess the LABS relevance and thus the test requirements for products according to
their intended use in painting operations.

Zone | Description LABS relevance*

[ Is located within the operational area, but outside the painting None
production area

* Groups of stationary products can generally be allocated to a zone, but this should be reviewed on a case-by-case
basis. Mobile products can in principle be used in different zones.



Allocation of zones and product
groups using the example of a
painting operation

Zone lll

Allocation of product groups to zones

The product group can be selected based on where the product is used and to which zone it has
been allocated. It establishes the application reference for the LABS test and thus forms the basis
for selecting the test category. Product groups S and T cannot be allocated to a zone.

Product group* | Description

* See VDMA Specification 24364 for product groups Sand T



Greater transparency for you

New classification to VDMA 24364
In future Festo will classify its products according to VDMA 24364 based on their application and

intended use. The classification of the existing products will be completed by the start of 2022 and

will be visible for you in all data sheets and catalogues.

Classification examples:

Before:
LABS-free

LABS-free

Further information
available on request.

New:
VDMA24364-A1/A2-L

VDMA24364-B1/B2-L

\f.' / > VDMA24364-Zone-lll

Cylinder DSBC, low friction

VDMA Specifications are available from Beuth Verlag.
VDMA member companies can, however, also download
them free of charge for internal use in the member area of
the VDMA website. They can be found there in the Database
for Technical Rules (DATeR).

The accompanying practical guide is available to download
at ot.vdma.org
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http://ot.vdma.org/documents/266765/32910392/Lackbenetzungsst%C3%B6rende%20Substanzen%20Ein%20Leitfaden%20f%C3%BCr%20die%20Praxis/787fbfc1-cf2a-63f1-eb6e-8e57daa0f006?t=802263.9
http://ot.vdma.org/documents/266765/26724390/OT_Lackbenetzungsstoerende_Substanzen_GB_1535007334998.pdf/d55474dd-8d31-a707-a5b5-a04524afe496

